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KimaCell Cellulose ether

Hydroxypropyl Methyl Cellulose HPMC Production Process

Sodium hydroxyide Refined cotton Methane chloride Propylene oxide

Reaction

Neutralization
Acetate acid

Washing

Separation

Drying

Crushing

Mixing

Packing

Raw material inspection

Finished product

Final inspection
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KimaCell Cellulose ether

Methyl Hydroxyethyl Cellulose MHEC Production Process

Ethylene oxideSodium hydroxyideRefined cottonSodium hydroxyide

Reaction

Neutralization
Acetate acid

Washing

Separation

Drying

Crushing

Mixing

Packing
Final inspection

Raw material inspection

Finished product
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KimaCell Cellulose ether

Hydroxyethylcellulose HEC Production Process

Raw material inspection

Ethylene oxideRefined cottonSodium hydroxyide

Reaction

NeutralizationAcetate Acid

Desolventizin

Separation

Bleaching

Drying

Crushing

Mixing

Packing
Final inspection

Finished product
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KimaCell Cellulose ether

Sodium Carboxymethyl Cellulose CMC Production Process

Sodium hydroxyide Refined cotton Chloroactic acid

Reaction

NeutralizationHCl

Washing

Separation

Drying

Crushing

Mixing

Packing
Final inspection

Raw material inspection

Finished product
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